
Sample Preparation

ROCK MECHANICS

CUTTING / GRINDING

MATERIAL TESTING EQUIPMENT

The preparation of 
concrete cylinder test 
specimen for  
compressive strength 
test 

TS EN 12390-1, 
12390-3            
ASTM  C31, 
C39, 
C192, 
C-617

The preparation of 
drilled concrete cores 
specimen for  
compressive 
strength test 

TS EN 12504-1, 
12390-1,                
12390-3                  
ASTM C42, 
C39

The maximum 
tolerance on the 
flatness of the potential 
load bearing surfaces 
(the ends of ompression 
test specimens) 
is 0.002 in. [0.050 mm] 

The deviation of 
perpendicularity 
of the side, 
with reference to 
the end faces is 5 CO


